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This report describes the development of techniques for  

the application of a &bal sil icon q@rbi.de black material to un- 

_- immersed TIROS radi,pmeter type infrared detectors. The amojnt (mass/ 

unit area) of t h i s  material required t o  optimize detector performance 

has been determined. Performance tests taken on detectors blackened 

w i t h  this material are compared with tests taken on similar detectors 

which u t i l i z e  the standard Zapon black material. 

global si l icon carbide black material is shown t o  be superior t o  

the Zapon. 

In a l l  cases the 

The effects on these detectors' characterist ics due t o  

vibration and exposure t o  ultraviolet  radiation are  also discussed. 
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FINAL PWMSS REPom 
CONTRACT NO. NAS5 - 3320 

The original contract specif h a t  ions defined the following 
goals : 

1. Coating Requirements 

A t  least  25 standard unimmersed TIROS radiometer type 
tihemistor detectors shall be coated with a global si l icon carbide 
black paint (hereafter GSC). 
be developed, and the GSC shall  be applied in  various thicknesses. 
The GSC coatings sha l l  be such that direct  comparisons between 
performance tests of detectors coated with GSC black and detectors 

A good application technique shal l  

I coated with the conventional Zapon black can be made and evaluated. 

2. Performance Testlslq 

h e  detector properties listed below shall be accurately 
measured and documented before and a f t e r  each blackening experiment 
t o  evaluate the effects of the black coatings: 

a. 

b. 

C. 

d. 

9 

Absolute blackbody responsivity taken with a 500°K 
blackbody source, 15 CPS square wave chop, and e lec t r ica l  
bandpass of 5 t o  100 CPS. 

T h e  constant. 

Noise - The noise ratio (the bolometer noise with bias 
voltage applied t o  that without bias voltage appiied) 
shall be measured in the electr ical  bandwidth frdm 5 
t o  100 CPS. 

Spectral Response - The spectral  response relat ive t o  
a Golay c e l l  and/or gold blackened thermocouples. from 
0.25 t o  35 microns shall  be measured before and a f t e r  
each blackening experiment . 

3. Enviranmental Testing 

(1) Vibration Tests 

t The detectors shal l  survive and operate when subjected 
I 

t a  the following conditions: 
I 
I 
l a. 5-2000 CPS shusoidal vibration with log nos accel- 

eration a t  a sweep ra te  of 2 octaves/minute. 
exceed 1 / 4  inch peak to  peak., 

Amplitude not t o  
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b. 20-2000 CPS white noise *3db, log rms in each of 

The detector shall be operated 
thxee orthogonal planes. 
the plane of the detector flake. 
under bias dur- t h i s  test, and the above performance tests shal l  
be made after vibration. 

The reference plane shall coincide with 

(2) Vacuum Ultraviolet (W) Exposure 

a. Exposure tests shal l  be performed on samples of 
GSC and Zapon black t o  determine the effects of W radiation Over 
prolonged periods . 

b. In addition, a supplement t o  the original contract 
specified that vacuum furnace heating and atmospheric furnace 
heating, without the presence of W radiation, would be performed 
in order t o  separate W effects from effects due t o  %verheating" 
alone . 

4. Chopper Mirrors 

Another experiment additional t o  the original coniract 
concerned the comparison of the blackened segments of TIROS chopper 
mirrors coated with GSC black t o  those coated with the standard 
%rphytsn black. 

11. DETERMINATION OF OPTIMUM BLACK THICKNESS 

A. Application Techniques 

The use of an artist's air  brush fo r  application of the 
global s i l icon carbide black was chosen a t  the outset because 
t h i s  technique allows greater control i n  applying the GSC black 
than does hand brushing. 
(Xylene) t o  GSC material were tried, and a ra t io  of two parts 
Xylene t o  one part GSC (by weight) was found t o  produce the mo8t 
unifotm coatings of the GSC black when used with 15 lbs/square 
inch pressure of dry nitrogen applied t o  the a i r  brush. Similarly, 
a r a t io  of two parts amyl acetate t o  one par t  *'Zapon" black yielded 
the best resul ts .  for  that  material, 

Various proportions of the solvent 

, B, Pre lWnarv  Tests 

I n i t i a l  tests Q I ~  TIROS type bolometers ut i l ized two basic 
N i n e  bolometers were chstructed with one-half m i l  Mylar types: 

backbg (which is the thermal barrier between the detector flake and 
the sapphire heat sink) and six with one-quarter m i l  backing. When 
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blackened with equal amounts of GSC black, the one-quarter m i l  Mylar 
detectors produced the best overall resul ts  for  purposes of evalua- 
tim. Specifically, the spectral response of the fas te r  (quarter- 
m i l )  detectors was more uniform than that of the half-mil detectors. 
Moreover, the time constants of the fas te r  detectors (blackened and 
unblackened) were in a range such as t o  allow more accurate measure- 
m e n t s  using the frequency response techniques. 
detectors used in  th i s  evaluation program ut i l ized  one-quarter m i l  
Mylar bac,king. 

The remaining 

c. OP timum Mass Determination for GSC and Zapon Blacks 

In order t o  determine how the signal or  responsivity of 
a detector can be optimized within the tolerance of a specified time 
constant, the  characterdstics of two detector uni ts  (numbers 3992, 
and 3994) were measured on the Bolometer Response Analyzer (BRA) 
p r ior  t o  the blackening. Thereafter, each bolometer was blackened 
with sticcessive increments of black material, and BRA measurements 
taken af ter  each applicntlm. 
GSC and C3992 with Zapon). 
are shown in Tables I and 11. 
responsivity and time constant as a function of mass/unit area for  
each black material. Figure I is a plot of th i s  data, from which 
the  marked superiority of the GSC black over the Zapon can easily 
be seen. Quantitatively the data reveals tha t  the ra t io  of m a x i -  
mum responsivity t o  m i n i m u m  (unblackened) responsivity is  1.62 for  
the  GSC material, and only 1.38 for Zapon. 
of responsivity is  accompanied by a 1.0 ms increase in  time constant 
f o r  the GSC, while the Zapon causes an increase of 1,3 ms a t  m a x h  
responsivity. 
2.4 W.2 mg/cm2 for both GSC and Zapon. 
data that  the blackening of a detector can be tailored t o  meet 
specific time constant and responsivity requirements. 
fabricating an unblackened TIROS type detector with a time constant 
about 1.0 m s  t o  1.5 m s  less than the m a x h  specified time constant, 
optimum responsivity can be  achieved without exceeding the specified 
time coilstant fo r  the finished device. 

(Detector #39% was biac'rcened with 

These tables essentially give the 
The results of t h i s  series of tests 

Moreover, t h i s  optimizing 

The optimum mass/area was determined t o  be about 
One concludes from th is  

Thus, by 

D. Comparison of Chopper Mirrors 

Acting on a combined suggestion from NASA and BEC, the 
blackened segments of the TIROS radiometer chopper mirrors were 
coated with GSC black material for  comparison with the mirrors 
presently blackened with "Murphy's" black, which has been the con- 
ventional LR absorber used on chopper mtrrors of the five-channel 
radiometer t o  date. 
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Total reflection of the blackened surface a t  5 degrees incidence 
w a s  measured 00 a Becbnan DK-2 spectrophotometer from 8.25 microns 
to 2.5 microns. 
incidence were  made a t  the longer wavelengths (2 m i c r o n s  t o  35 microns) 
on the B e d m a n  fR-5 and IR-5A recording spectrophotometers. 

Specular reflectance measurements a t  30 degrees 

The GSC material exhibited much lower to t a l  reflection a t  the 
shorter wavelengths (0.25 microas to 2 .5  microns) than did the 
%urphytsw f l a t  black. The specular taflectance measurements, 
however, ahowe& no significant difference between the two materials 
in  the range from 2 microns to  16 microns. 

It is w e l l  t o  point out that specular r e f l e a n c e  and/or 
transmission measurements a t  the longer wavelengths beyand 2.5 microns 
are, by their nature, incapable of showing up dkfferenees between 
instruments a t  these extremely low ref lect ivi t ies .  Therefore, the 
basic tool used for  caparison of the two ZR absmhrrs %as ralatfve 
spectral  response measurement, rather thaa any absolute measurement. 

The chopper mirrors were subjected t o  the equivalent of 75 
hours of solar ultraviolet  radiation in  vacuo. Both total  and 
specular reflectance measurements made a f t e r  W krradfation show 
no significant change in either of the blackening materials. 
I1 is a represcntative p lo t  of the to t a l  reflectance aeasurements 
i n  the range from 0.25 microns t o  2 .5  microns. 

Figure 

A,, Twelve detector assemblies were submitted fo r  vibration 
tes t ing ~ f t e r  the i r  e lectr ical  properties had been measured. 
indicates the type, intensity, and duration of the vibration tests. 
Table I11 shows the electrfcal  parameters of the detectors before 
and a f t e r  tes t f ig .  The results showed no significant changes in the 
detector parameters due t o  vibration testing. (Note that  four of 
the twelwe detectors w e r e  destroyed as a result  uf human error.) 

Figure 3 

B. 
The f i r s t  effor ts  t o  determine the effects of vacuum ultra- 

Solar Ultraviolet Radiation and H i g h  Temperature Backing 

violet  radiation upon the GSC and Zapon materials were s t r i c t l y  
qualitative. Various thicknesses of the two materials w e r e  applied 
t o  commercial quartz substrates, which were then subjected under 
vacuum (20 t o  27 microns Hg) t o  the equivalent of 76 hours of solar 
UV radiation. 
yel1ow;tng and surface chilngc in the Zapon material, whereas the GSC 
samples showed RO discernible change. 

Visual inspection a f te r  radiation revealed a dis t inct  

It was intended t o  follow th i s  
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test with exposure of TIROS detectors t o  the same radiation, but it 
w a s  noted that the assemblies would have to  be rebui l t  without Mylar 
backing in v i e w  of the high substrate temperatures achieved during 
the test  (Approx. 180°C). 
the  black materials due t o  W t es t s  might be caused by elevated 
tempezatures alone, thus it became necessary to  &sign experiments 
t o  separate the W effects from the purely thermal effects. 

This further suggested tha t  any changes in 

Consepuently, blackened quartz samples similar t o  the above 
were subjected t o  extensive %ake-mts" a t  180 t o  200°C both in 
vacuum a n d i n  atmosphere, with no ultraviolet  present. 
of black material was measured before and a f t e r  bake-out. 
cases the Zapon samples showed distinct yellowing a f t e r  bake-out, 
while the GSC samples were visually unchanged. 
the Zapon los t  from 60 t o  75% of its mass after baking, while the 
GSC los t  only 13% nominally. 
evaporatim of the binder materials in the blacks. 
the relat ively large mass loss observed with the Zapon material,, 
Zzpm black has been tentatively removed as a blackening agent on 
future five-channel radiometers, since the large mass change causes 
proportionally large changes in the time constant of a given device, 
and a consequent invalidation of any previous radiometric calibration 
of the detector, 

The mass 
In both 

As t o  change of mass, 

Most probably these losses are due t o  
On the basis of 

Reflectance measurements were also taken before and after 
baking, and these are shown in  Figure 4. 
reflectance a t  the shorter wavelengths (from 0.25 microns t o  2.5 
microns) of the Zapon is appreciably increased by baking, while that 
of the GSC is  unchanged (Specular Reflectance measurements at  longer 
wavelengths from 2 t o  35 microns shows no changes, and thus are  not 
shown fo r  the reasons previously discussed in  Section I - D  of th i s  
report .) 

As might be expected, the 

C. Ultraviolet and High Temperature Effects on Detector Parameters 

Tests of these effects on detectors u t i l i zed  four detector 
assemblies, two of which were blackened with Zapon and two with GSC. 
These w e r e  subjected t o  the equivalent of 75 hours of solar  W 
radiation i n  Vacuo, and the i r  relating spectral response w a s  measured 
before and a f t e r  exposure. The most marked change in  response of the 
Zapon blackened detectors (Figures 5 and 6) is the decrease in  over- 
a l l  response as a function of wavelength a f t e r  W exposure. Surpris- 
ingly, the changes i n  the GSC blackened detectors were more obvious 
(Figures 7 and 8). 
lower. 
mass of GSC. 

The overall, response a f t e r  exposure was significantly 
The greater change was evident on the sample with the greater 
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Despite the apparent larger change in re la t ive  spectral 
response of the GSC blackened samples, it must be pointed mt that 
the re lat ive signal a t  A - 2 microns is significantly higher 
€or the GSC samples over the Zapon blackened detectors (See Table 
W, below.) 
same time constant (4.2 m s  t o  5 ms.)  
measured a t  a given wavelength show dramatically the gain ih  IR 
absorption of the GSC black over conventional Zapan. Figurk A, 
below, was drawn from the data on Figures 5 ,  6 ,  7 ,  and 8 ;  and 
Table IV. 

A l l  4 of the test detectors were operated under the 
Thus, the re la t ive  signals 

FIGURE A 

L 

TABLE IV - BLACK # COATS 

1660- 8 / 2 9  Zapon 10 Coats 

#570- 8 / 2 8  Zapon 20 Coats 

9731- 8 / 2 9  GSC 10 Coats 

8690- %I29 GSC 20 Coats 

RELATIVE SIGNAL 
AT A - 2 microns 

2.5 mv 

2.78 mv 

4.5 mv 

6.0 mv 
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Rnother important detai l  te  be seen from these data p lo t s  
is  tha t  by use of the GSC as an I R  absorber, the  sharp drop in  
relative response a t  5 microns is eliminated (Figures 7 and 8) 
but remains strikingly evident when compared t o  Figures 5 and 6, 
concerning the Zapon material. 

Tu further test the hypothesis that  these changes are 
primarily due t o  excessive heating, rather than W radiation per 
se, four PIWS detector units (8'83988, 3989, 3990, and 3991) 
w e r e  blackened two each with Zapon and GSC materhls in  preparation 
fo r  random temperature cycling between 25°C and 135°C. 
temperature cycling, shown in Figure 9, was performed a t  atmospheric 
pressures and w a s  of one week's duration. 

The 

Table V i s  the compilation of detector data taken before 
and a f t e r t h e  cycling on the Bolometer Response Analyzer. Note thet  
the only significant changes occur in  the time c m s t m t s ,  w i t h  the 
Zapon detectors exhibiting the larger changes. ,This  is t o  be 
expected due t o  the relatively large mass loss phenomenon previously 
discussed, which results in a large change of "thermal mass" and a 
cansequerrtly large change in  time constant. 

IV.  FINAX EVAtUATION TESTS 

To obtain a comprehensive comparison between the 2 materials 
(GSC and Zapon) the I R  detection properties (time constant, signal, 
noise, etc.) of eight devices were measured before blackening, 
during ana a f t e r  blackening, and following baking i n  the attaosphere 
and in  vacuum. The above measurements were made in  response t o  a 
470°K blackbody using a 15 CPS square wave chop (half-duty cycle). 
To augment the above measurements, the frequency response of the 
detectors w a s  measured out t o  100 CPS t o  show the relat ive response 
change undergone by the detectors, due t o  blackening and baking 
a t  the frequency (46 CPS) presently being used on the  TIROS weather 
sa te l l f te .  
response measurements . Figures 10 through 1 7  are the data plots of the frequency 

Returning t o  the blackening of the 8 detectors involved, 
the I R  absorbing material (GSC and Zapon) was applied in 2 steps. 
The f i r s t  application of the blackening agents was tailored t o  
achieve half of the amount mass/unit area found t o  produce maximum 
signal and/or responsivity. 
the desired mount mass/unit area for  the GSC material 

Zapon (See -Figure 1, and Tables I and 11.) 

In a monthly progress report (Oct.1963) 
as found t o  

be 2.2 mg/cm 9 t o  2.6 mg/cm2 and 2 . 1  mg/cm2 t o  2.6 rng/cmy for  the 

I 
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Following the measurements on the detectors the second 
applicatfon of black was then applied to  the active flake t o  increase 
the blackening mass t o  approximately the aforementioned amounts. 

Table V I  is the data compilation of the detector measure- 
ments made on the Bolometer Response Analyzer using a 470°K black- 
body producing an irradiance of 14.5 microns w/mm2, chopped at 15 
Cps (half-dttty cycle - square wave) incident on the detector. 

Concerning the bake-out t o  which the detectors were subjected, 
4 of the units (# Is  3980, 3981, 3982, and 3985) were baked a t  
180°C t o  200°C in the atmosphere for  15 hours. 
4 detectors (9's 3974, 3975, 3977, and 3983) were subjected t o  the 
same temperature for th  same length of time but i n  a vacuum equal 
t o  o r  less than 5 x 10 mm Hg. Two of the above detectors (a's 3981 
and 3982) following the measurements made a f t e r  the bake-c~t: testsp 
w e r e  subjected to the environmental requirements (vibration) as 
outlined in  paragraph 11-3 (1)- A 6r B of the work statement per- 
taining t o  NASA Contract NAS5 - 3320. Figure 3 is  the plot of 
the sine wave and random (white noise) vibration tha t  the 2 detectors 
(#'s 3973 and 3978) underwent a f t e r  blackening. 
analyzer measuremats on these 2 detectors are a lso included in 
the data compilation i n  Table V I .  

The second group of 

-5 

The response 

Normalizing the data in Table V I  as a function of time 
constant and bias voltage, brings out the fac t  that the GSC con- 
s i s ten t ly  resul ts  in  an ZR detector which, t i m e  constant and bias 
being equal, has increased signal and/or responsivity over a 
detector blackened with Zapon. Furthermore, past experiments 
have definitely shown that in a simulated hos t i le  environment 
such as encountered in  space s a t e l l i t e  work, t h a t  the GSC material 
undergoes f a r  less mass change in comparison t o  Zapon as discussed 
on page 5 .  



SYMBOLS USED IN THE FOLLOWING TABLES 

No = Detector noise without b i a s  appl ied  (plus system 
noise) in microvolts ( NV). 

NB = Detector noise - with bias applied h p v ,  

N ~ / N ~  = Noise Ratio 

IB = Detector Bias Current 

Sig. = Detector Signal inpv.  

S i g .  Roof = S i g n a l  with &idSa%iion pn @en Elake in pv. 

Sig. A 0  = Signa l  withAperture men. 

b S p o  = Respons-ivity in volts per watt incident an +he 
detect or (V/W) , 

= Time Constant in mll l i s exx ids  (ms). 



TABLE I 

OPERATING CHARACTERISTICS VS. PROGRESSIW BLACKENING 

Material : 

Detector: 

GSC 

3994 - Solid B a c k e d  TIROS 

VBias: k112.5 volts 

- 
Total 
mass 

- 
&s3 
I 

2.4 

2.5 

2.5 

2.8 

3. I 

3.4  

3. a 

4.2 

4.6 

5.4 

5.9 
- 

& 
1.15 

Roof /AC 
0 
0 0 .875 1.3 67.5/45E 119 0 0 490 

540 

520 

520 

540 

560 

560 

560 

560 

570 

5 10 
- 

. 0012 07/568 . 68 .875 . 88 1 152 

. 0017 . 96 .89 . 96 1.08 94.6/65C 165 

3 I 15 99 . 8/ 68C . 0025 1.4 . 76 . 95 1.25 175 

. 0033 1.9 .8 . 85 1.06 109/720 191 4 20 

5 25 

6 30 

111/720 . 0039 2.2 . 73 1.04 193 

109/720 . 0045 2.6 1.1 1.16 191 95 

.W . 0050 2.9 . 95 1.1 108/718 189 

.0058 107/716 3.3 187 

. 0066 3.8 . 70 . 90 1.27 106/700 186 

I ~ 

. 0073 
~ 

1.18 10 50 102/684 1.2 178 
I 



TABLE I1 

OPERATING CHARACTERISTICS vs . mmmssra BLACKENING 

Material : 

Detector: 

Zapon 

3992 Solid Backed TIROS 

'BIAS: *112 .,5 volts 

Total 
P of 
Coats - 

- 
Resp 

115 

v/w 

130 - 
140 - 
145 - 
155 - 
154 - 
159 - 
159 - 
159 - 
159 - 
159 - 

og/cm2 
Total sig.  

Roof /A0 

66/460 

T r i a l  # 

0 

1 

2 

3 

4 

5 

6 

7 

8 

9 
7 

10 

mass N 
0 

1.15 0.68 0.79 520 

5 . 0008 0.45 0.75 0.95 1.27 530 74/520 

0.83 

~ ~- 

1.07 10 . 0014 0.8 0.77 80/550 530 
~~ 

. 0017 831582 15 0.97 0.77 0.85 1.1 540 
~ 

0.76 

~- 

0.84 20 . 0024 1.36 88.4/610 1.1 540 

25 881616 .0030 '1.7 0.78 0.86 1.1 560 

2.1 

~ ~- 

0.74 30 . 0037 911628 0.79 1.07 560 

35 . 0042 2.38 0.74 0.74 1.0 550 911630 

2.6 40 . 0046 91/630 0.70 1.05 580 

. 0052 0.70 - 
0.70 

0.77 1.1 570 91/630 2.96 

3.3 50 . 0058 0.77 1.1 590 91/630 



TABLE 111 

Detector Parameters Before and After Vibration Testing 

Detector # VB NO N B h o  sig.  T.C, 

3971 90 . 560 1.16 133 5.9 

3972 90 . 550 1.18 130 5.9 

3977 90 560 1.17 116 4.8 

3978 90 . 550 1.12 118 5.2 

3980 112 . 5 . 560 1.96 99 4.1 

398 1 112,5 . 4 J V  1.1i 30 2.7 I; e;n 

3982 112.5 . 550 1.17 94 2.9 

(A 1.96)* 
398W 112 . 5 . 560 1.5(C 1.14) 119 4.9 

3974 3g73) 
B l o w n  due to human error during b ias  application. 

3975 [ 
3976) 

* The only measurable change after vibrational tesdng was the 
increased noise in the Active f lake  in this detector. The com- 
pensator C remained unchapged. 





TABLE VI 

ATMJSSHERE 
1st APPLICATION OF 

UNBLACKENEI) 
Detector # I  No 1 Nbl Ib I Sig 1.q' I 

UNBLACKENED 

VACUUM 

POST APPLICATION 51 
2.8 

W i r s t  Application of th5 Blackening Material - Ma s/Vnit Area 

Final  Application of the B l a c k a h g  Material - Massbit Area 
1 GSC: 1 .9  mg/cm 2: 0.98 mg/cm 

GSC: 2 .9  mg/cm2 Z: 2.2 mg/cm2 

Continued on next page 
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